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The acquisition of stemness in colorectal cancer (CRC) attributed to the recurrence and metastasis in CRC
treatment. Therefore, targeting the stemness of CRC forms a basis for the development of novel therapeutic
approaches. However, the pain and systemic side eﬀect from long-term of venipuncture injection remain great
challenges to neoplastic treatment. Here, we introduce an oral drug delivery system for sustained release of BMI1 inhibitor (PTC209) that reverses the stemness of CRC to overcome these obstacles. In this system, nanoparticles
modiﬁed with hyaluronic acid (HA) showed high-aﬃnity to CD44/CD168 overexpressed-CRC cells, and eﬃciently targeted to tumor site in a metastatic orthotropic colon cancer mouse model by oral administration.
Signiﬁcantly, the observed tumor growth inhibition is accompanied by decreased expression of stemness markers in the tumor tissues. Furthermore, HA-NPs-PTC209 also signiﬁcantly prevented metastasis to the gastrointestinal system, while failing to exhibit acute side eﬀects. In summary, we have developed an orally active,
easily synthesized nanomedicine that shows promise for the treatment of colon cancer.

1. Introduction
Colorectal cancer (CRC), the fourth leading cause of cancer-related
death, is one of the most common malignancies worldwide [1,2]. Unfortunately for CRC victims, conventional chemotherapy and radiation
provide only limited treatment eﬃcacy in the clinic [3]. Therefore,
there is an urgent need for new therapeutic strategies to treat CRC.
Increasing evidence indicates that cancer stem cells (CSCs), a subtype of
cells within the tumor that exhibit stem-like behavior, including tumorinitiation, invasion, metastasis, and chemotherapy resistance, are responsible for the failure of current CRC treatments [4–6]. Thus, selectively reversing the stemness of CSCs is likely to provide a promising
strategy for CRC treatment. Indeed, several drugs targeting CSCs have
been investigated in clinical trials. These drugs include BBI608 (Phase
3), PTC-596 (Phase 1), and Salinomycin (Phase 1/2). Several preclinical

studies have suggested that these agents greatly decline tumor progression alone or in combination with existing treatment methods
[7–9]. Among these drugs, PTC209, a speciﬁc inhibitor of BMI-1 (B cellspeciﬁc Moloney murine leukemia virus integration site 1), a major
regulator of self-renewal capacity in several tissues, can reverse the
stemness of CSCs and has been applied to the treatment of colon cancer,
myeloma and acute myeloid leukemia [10–12]. Importantly, BMI-1 is
overexpressed in CRC and is considered an indicator of malignancy,
correlating with tumors metastasis, epithelial mesenchymal transition
(EMT), and chemotherapy resistance [13–15]. The presence of a biological function of BMI-1 in tumors implies that patients may beneﬁt
from BMI-1-targeting agents. Therefore, reducing the stemness of CSCs
by eﬃcient delivery of PTC209 presents an attractive strategy for CRC
treatment.
With the advantages of high patient compliance, convenience, and
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promising strategy to reverse the stemness of CSCs and achieve long
term eﬃcacy against colon cancer (Fig. 1B). Moreover, this approach
may also be applied to improve the outcomes of other therapeutics.

cost-eﬀectiveness, the oral route is widely considered the most popular
drug administration method [16]. However, oral drug delivery faces
several challenges, such as the poor solubility of drugs, the complex
gastrointestinal environment, and nonspeciﬁc drug distribution in the
gastrointestinal tract [17]. With the recent developments in nanomedicine, nanoparticle-based oral drug delivery systems are now possible,
providing the potential to enhance permeation through intestinal barrier, alleviate adverse systemic eﬀects, and improve treatment
eﬃciency [18–20]. In addition, targeting ligand-modiﬁed drug delivery
systems aimed at improving therapeutic outcomes of gastrointestinal
tract diseases have been developed [21–24]. Extensive clinical evidence
has demonstrated that CD44 and CD168 are overexpressed in several
malignant tumors and can be utilized for targeted drug design [25,26].
Hyaluronic acid (HA), a natural polysaccharide composed of N-acetyl-Dglucosamine and D-glucuronic acid, has been rigorously validated as a
target of CD44 and CD168 [27]. Meanwhile, HA possesses unique advantages such as low toxicity, good biocompatibility, biodegrade
ability, and low cost, all of which beneﬁt an oral drug delivery system
[28].
In the present study, we synthesized a poly (ethylene glycol)-poly
(lactide-coglycolide) (PEG-PLGA) nanoparticle by a double emulsion
method to generate an oral delivery vehicle for the BMI-1 inhibitor,
PTC209. To equip the particle with targeting ability, we functionalized
its surface with the CD44/CD168 targeting ligand HA (HA-NPs-PTC209;
Fig. 1A). We assessed the formulation's anti-tumor activity in a CT26
orthotropic colon tumor model. Ex vivo pharmacokinetic and distribution experiments showed that HA-NPs-PTC209 was able to eﬃciently
accumulate in tumor tissue. The results of in vivo anti-tumor experiments demonstrated that HA-NPs-PTC209 can signiﬁcantly suppress
CT26 orthotropic xenograft growth and metastasis. Meanwhile, investigation of the mechanism of the nanoparticle's action in vitro and in
vivo indicated that HA-NPs-PTC209 down-regulates the expression of
the stemness markers Sox-2 and Oct-4. This simple, orally active nanoparticle vehicle for targeted delivery of BMI-1 inhibitor is a

2. Methods
2.1. Preparation of HA-NPs-PTC209
Empty PEG-PLGA nanoparticles (NPs), HA-NPs and HA-NPs-PTC209
were synthesized by the improved double emulsion (w/o/w) method
based on our previous work [29]. Brieﬂy, 10 mg NH2-PEG-PLGA and
mPEG-PLGA (1:1) (75:25, MW-5000:15000, Xi'an Ruixi Biological
Technology Co., Ltd), dissolved in 900 μL methylene chloride, and
PTC209 (T2345-50 mg, TargetMol) dissolved in 100 μL DMSO/methanol (1:9) were transferred to a 10 mL centrifuge tube and then
200 μL water was also added. Next, the mixture was emulsiﬁed by ultrasonic generator (Scientz-IID,Ningbo Scientz Biotechnology Co., Ltd.,
China) for 3 min at a power of 25% to obtain the primary emulsion.
Then 2 mL of 2% polyvinyl alcohol (PVA) was added and emulsiﬁed by
ultrasonic generator at a power of 30% for another 5 min. The emulsion
was then slowly added dropwise into 10 mL 0.6% PVA and stirred for
10 min at room temperature. After vacuum evaporation to eliminate the
organic solvent, the nanoparticles were collected by centrifugation at
18,516 g for 20 min and washed twice with distilled water. To endow
the nanoparticles with a targeting capacity, the carboxyl group of HA
(MW:6000, Bloomage Freda Biopharm Co.,Ltd) was ﬁrst activated with
N-hydroxysuccinimide (H6231-100 g, Macklin) and ethyl-3-(3-dimethylaminopropyl) carbodiimide hydrochloride (N808856-100 g,
Macklin) at a molar ratio of 1:10:10 in water at room temperature for
24 h. The amino-modiﬁed NPs-PTC209 were then conjugated with activated HA at a molar ratio of 1:10 at room temperature for 12 h. The
targeted nanoparticles were collected by centrifugation at 18,516g for
20 min and washed twice with distilled water. For in vitro and in vivo
ﬂuorescence imaging, Cy5.5 (A8103-5 MG, ApexBio) instead of PTC209
Fig. 1. Schematic diagram of preparation and proposed mechanism of action of HA-NPs-PTC209 in
orthotopic colon tumor model. (A) PTC209-loaded
NPs were assembled from NH2-PEG-PLGA and
mPEG-PLGA copolymer by a double emulsion
method, after which hyaluronic acid (HA) modiﬁed
the surface of the NPs by an EDC-NHS reaction. (B)
Proposed mechanism of HA-NPs-PTC209 action.
After oral treatment, HA-NPs-PTC209 actively target
CSCs in colorectal cancer (CRC) and are internalized.
Consequently, the released PTC209 inhibits BMI-1
and down-regulates the expression of stemness-related proteins to lower tumor stemness and recurrence.

2

Biomaterials 216 (2019) 119247

J. Xu, et al.

Fig. 2. Physicochemical characterization of the NPs
and HA-NPs-PTC209. (A) FT-IR spectra of HA, NPs
and HA-NPs. (B) Average hydrodynamic diameter
and surface zeta potential of bare NPs, HA-NPs and
HA-NPs-PTC209. The data are presented as the
mean ± SD, n = 3. (C-D) Transmission electron
microscopy and dynamic light scattering characterization of NPs (C) and HA-NPs-PTC209 (D).
Representative TEM image of HA-NPs-PTC209, a
5 nm layer of HA on the surface was observed.

was added during the preparation process.

Loading Efficiency = (weight of loaded drug in the nanoparticle)
/(weight of the nanoparticle) × 100%

2.2. Characterization of nanoparticles

For in vitro drug release, HA-NPs-PTC209 (20 mg) was suspended in
PBS (1 mL, pH 1.2 and pH 6.8) and transferred to dialysis bags (MWCO:
3000 Da, Spectrum) placed in 30 mL corresponding pH PBS containing
1% Tween 80 with stirring at 200 rpm/37 °C. 1 mL of the buﬀer solution
was replaced with 1 mL fresh PBS at regular intervals. The concentration of PTC209 was determined using HPLC.

To determine the successful conjugation of HA onto the nanoparticles, samples of HA, NPs and HA-NPs were mixed with potassium
bromide and compressed into transparent pellets for FT-IR spectrometry (Spectrum One, PerkinElmer, USA) detection. The scanning
range was between 4000 and 400 cm−1.
The size and surface charge of the NPs, HA-NPs and HA-NPsPTC209 were evaluated using ZetaSizer (Zetasizer Nano ZS, Malvern
Instruments, UK). Each sample was measured three times. The surface
morphology was determined by TEM (HT-7700, JEOL, Japan). In brief,
10 μL samples of appropriate concentrations were dropped onto 200mesh copper grids that had been pre-treated with ultraviolet (UV) light
to reduce static electricity. After a 5 min incubation, the solution was
removed and the grid was negatively stained with a 1% sodium phosphotungstate solution.
HA-NPs-PTC209 was suspended in distilled water at 37 °C and the
size and zeta potential were determined at 0, 1 and 2 days by dynamic
light scattering (DLS). To measure the content of PTC209 in the prepared nanoparticles, the nanoparticles were lyophilized. Acetonitrile
(A998-4, Fisher Chemical) was added into the dry nanoparticles under
vigorous stirring. The mixture was centrifuged at 10,000 g for 5 min.
The amount of PTC209 was determined by measuring the absorbance at
235 nm using an HPLC system (SPD-20A, SHIMADZU, Japan). The
mobile phase (acetonitrile/water: 70/30 containing 0.1% triﬂuoroacetic acid) was delivered at rate of 1.0 mL/min for 10 min. The
concentration of PTC209 was determined by the peak area at the retention time of 2.7 min by C18 column (15749, Thermo Fisher
Scientiﬁc). Encapsulation eﬃciency and loading eﬃciency of PTC209
was calculated by the following formula:

2.3. Cytotoxicity assay
CT26 cells (Donated by Prof. Qin Zhihai's Group, Institute of
Biophysics, CAS) and CT26-luc cells were grown in RPMI Medium 1640
(350-000-CL, WISENT), supplemented with 10% fetal bovine serum
(04-010-1A, BI), at 37 °C in a humidiﬁed atmosphere of 95% air and 5%
CO2. For cytotoxicity assays, CT26 cells were seeded on 96-well plates
at a density of 6000 cells per well. After 12 h, the cells were treated with
medium containing 1% FBS and the various drugs or drug-loaded NPs
for 24 h and 48 h. The proportion of viable cells was evaluated using the
CCK-8 assay (CK04-500, Dojindo).
2.4. Confocal microscopy and ﬂow cytometry analysis
CT26 cells were seeded on a 35 mm borosilicate chambered cover
glasses (801002, Nest) at a density of 1 × 10 4 cells/mL and incubated
with HA-NPs-Cy5.5 or NPs-Cy5.5 for 4 h. The cells were then gently
washed 3 times with PBS and ﬁxed in 4% paraformaldehyde for 20 min.
Two-photon excitation confocal microscopy images were acquired with
an Olympus FV 1000 equipped with a femtosecond Ti:sapphire laser.
Excitation/emission wavelengths of 675/705 nm were used to detect
the Cy5.5 signal of nanoparticles.
To evaluate the targeting ability of HA-NPs-PTC209, CT26 cells
were seeded on 6-well plates at a density of 1 × 105 cells per well and
incubated with HA-NPs-Cy5.5 or NPs-Cy5.5 for 2 h. Subsequently, the
cells were washed with PBS and harvested for ﬂow cytometry analysis
(Accuri C6, BD, USA).

Encapsulation Efficiency = (weight of loaded drug)
/(weight of initially added drug) × 100%
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2.7. CD44 and CD133 expression
CT26 tumor cells were seeded on 6-well plates at the density of
2 × 104 cells per well. After incubating the samples for 24 h, the cells
were treated with PTC209, NPs-PTC209 or HA-NPs-PTC209 at a concentration of 250 nM PTC209 for 48 h. We then stained the cells with
PE-conjugated anti-CD44 (orb198169, Biorbyt) and PE-conjugated antiCD133 (372804, BioLegend) according to the manufacturer's respective
instructions. The CD44 and CD133 expression were assessed by ﬂow
cytometry.
2.8. Establishment of orthotopic murine colon cancer model
Female BALB/c mice (18–20 g) were obtained from Vital River
Laboratory Animal Technology Co. China and maintained in a 12 h
light-dark cycle at 22 °C and food and water ad libitum. All animal
protocols were approved by the Institutional Animal Care and Use
Committee of National Center for Nanoscience and Technology. The
stably expressing luciferase CT26 cells were established through a lentivirus transduction system and screened using puromycin (J59325 MG, Amresco), as described previously [31]. We then established an
orthotopic colon cancer model according to published work [32].
Brieﬂy, 5 × 104 of CT26-luc tumor cells dispersed in a 10 μL mixture of
PBS, Matrigel matrix and India ink, at a ratio of 1:2:1, was surgically
injected into the submucosal layer of the cecum wall using a 1 mL
syringe with a 29 G BD Insulin Syringe. The cecum was gently returned
to the original location and the cecotomy was closed with 7-0 silk sutures. During this process, the India ink was used to conﬁrm the mixture
was successfully injected into the submucosal layer.
2.9. Ex vivo ﬂuorescence imaging
To evaluate the tumor targeting ability of HA-NPs-PTC209, an orthotopic colon tumor model was established using 6-8-week-old BALB/
c mice. The mice were fasted but allowed free water for 24 h prior to the
experiment to avoid food spontaneous ﬂuorescence. After administration of Cy5.5-labled HA-NPs-PTC209 or NPs-PTC209 for 8 h and 24 h,
the mice were sacriﬁced and the cecum-colon organs were dissected
and washed three times for ﬂuorescence signal detection using an IVIS
system and Living Image Software (Spectrum CT, PerkinElmer, USA).

Fig. 3. Evaluation of HA-NPs in vitro targeting capacity. (A) Fluorescence microscopy images of cellular targeting proﬁles of Cy5.5-labled HA-NPs in
CT26 cells after treatment for 4 h. The nucleus was stained with Hoechst (blue),
the membrane was stained with Dio (green). Scale bars are 20 μm. (B) Flow
cytometry of internalized or targeted Cy5.5-labled HA-NPs (left) and quantiﬁcation (right) after 2 h incubation. The data are presented as the mean ± SD,
n = 3 (***p < 0.001). (For interpretation of the references to color in this
ﬁgure legend, the reader is referred to the Web version of this article.)

2.10. Bio-distribution of PTC209 in tumor and gut tissue

2.5. Cancer stem-like spheroid formation assay

The established orthotopic colon tumor model described above was
used to investigate the bio-distribution of diﬀerent drug formulations of
PTC209. A PTC209 Tween 80 solution, NPs-PTC209 or HA-NPs-PTC209
were orally administrated to the fasting CT26 tumor-bearing mice
(18–20 g). The dose of PTC209 was equivalent to 30 mg/kg body
weight. 8 h or 24 h after drug administration, three mice in each group
were lethally anesthetized and gastrointestinal samples were dissected
and weighted. The obtained organs were homogenized in 2 mL PBS (pH
7.4) using a tissue homogenizer at 4 °C for 1 min. 3 vol of acetonitrile
were added to the homogenate to precipitate the protein and extract
PTC209. After centrifugation of the organic-water phases of the tissue
homogenates (10,000 g for 10 min), the solution was dried and then
dissolved in 500 μL acetonitrile for HPLC detection.

We used a spheroid formation assay to evaluate the stemness of
CT26 tumor cells [30]. The cells were plated on Ultra-Low Attachment
Surface 24 well-plates (3473, Corning) in serum-free 1640 medium
supplemented with B27 (1:50, 17504044, Invitrogen), EGF (20 ng/mL,
AF-100-15, Peprotech) and β-FGF (10 ng/mL, 100-18B, Peprotech) at a
density of 800 cells per well. When the number of cells in a spheroid
were more than 10, it was considered to have formed a clone sphere.
After treatment with diﬀerent drug formulations for 7 days, the diameter of the sphere was recorded in the microscopy images.

2.6. Wound scratch assay
CT26 tumor cells were plated on 6-well plates at a density of
2 × 105 cells per well. When the tumor cells grew to approximately
80%, a straight line was drawn in the middle of the plate and the plate
was washed 3 times with PBS to remove the dislodged cells. After incubation with diﬀerent drug formulations in serum-free medium, the
numbers of cells that migrated into the scratched region were determined by microscopy.

2.11. In vivo antitumor eﬃcacy
Orthotopic CT26-luc tumor-bearing mice were randomly divided
into 5 diﬀerent experimental groups. The mice were treated orally with
saline, empty NPs, PTC209 solution in 1% Tween 80, NPs-PTC209 or
HA-NPs-PTC209 (equivalent to 30 mg/kg bodyweight) every two days
for a total of 14 days. Tumor size was detected by measuring the bioluminescence using an IVIS system and Living Image Software every 7
days for three times. After treatment for 14 days, the mice were
4
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Fig. 4. In vitro stemness reversion of colon cancer cells. (A) Clone formation assay of CT26 cancer cells after exposure to the indicated formulations of PTC209 for 7
days. (B) A would heal scratch assay was carried out to evaluate the migration capability of CT26 cancer cells after a 24 h incubation. Scale bars are 100 μm. (C)
Quantiﬁcation of CT26 sphere diameters in the experiment shown in panel A. (D) The percentage of migration in the experiment presented in panel B. (E) Western
blot analysis of Oct-4 and Sox-2 in CT26 cells exposed to the indicated formulations of PTC209 for 48 h. The concentration of PTC209 was 250 nM in these
experiments. (F) Quantiﬁcation of the results of the experiment presented in panel E. The data are represented as the mean ± SD (*p < 0.05, ***p < 0.001).
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Fig. 5. Ex vivo tumor targeting activity of HA-NPs-PTC-209. (A) Ex vivo ﬂuorescence images of Cy5.5-labled NPs-PTC-209 and HA-NPs-PTC-209 in tumor-bearing
cecum-colon organs after oral administration for 8 h and 24 h. The white arrows point to tumors in the cecum-colon site. (B) Quantiﬁcation of the ﬂuorescence
signals in the experiment presented in panel A. (C) Representative confocal images of frozen sections from the excised cecum-colon organs. The nuclei are stained
with Hoechst (blue). Scale bars are 200 μm. (D) The amounts of PTC-209 in the tumor and digestive organs were quantiﬁed in the indicated treatment groups 8 h and
24 h post administration, as determined by HPLC. The dose of PTC209 was equivalent to 30 mg/kg. The data are represented as the mean ± SD, n = 3 (*p < 0.05,
**p < 0.01, ***p < 0.001). (For interpretation of the references to color in this ﬁgure legend, the reader is referred to the Web version of this article.)

system, we measured the accumulative PTC209 release at pH 1.2 for
3 h, mimicking gastric environment and at pH 6.8 for 72 h, mimicking
intestinal environment. As the results in Fig. S1 show, HA-NPs-PTC209
released about 26% of the drug within the ﬁrst 1 h in pH 1.2 and about
66% and 79% of the drug in pH 6.8 in 24 h and 48 h, respectively.

sacriﬁced and the intestinal system was excised to observe the metastasis conditions. The tumor tissues were then ﬁxed in formalin and used
for immunohistochemical analysis.
2.12. Western blot analysis and immunohistochemistry
Western blot and immunohistochemical (IHC) staining of tumor
tissues were performed using antiSox-2 antibody (1:1000, ab97959,
Abcam), anti-Oct-4 antibody (1:500, ab18976, Abcam) and anti-β-actin
antibody (1:5000, ab8226, Abcam) to estimate the relative protein
expression levels in the diﬀerent treatment groups.

3.2. In vitro tumor targeting and antitumor activity
To evaluate the targeting speciﬁcity of HA-NPs-PTC209, we observed CT26 tumor cells by confocal laser scanning microscopy (CLSM)
after incubating them for 4 h with Cy5.5-labled NPs-PTC209 orCy5.5labeled HA-NPs-PTC209. As expected, the HA decorated nanoparticles
showed a greater tumor targeting ability than the non-targeting NPsPTC209. When we added 1 mM free HA to the HA-NPs-PTC209-treated
groups, the ﬂuorescence intensity signiﬁcantly decreased, indicating
the targeting capability of HA-NPs-PTC209 was mediated by HA, which
competitively inhibited the particle binding (Fig. 3A). We also use ﬂow
cytometry analysis (FCM) to investigate cellular uptake or targeting
after incubation for 2 h with diﬀerent drug formulations. The results
were consistent with those of the CLSM experiments in that HA-NPsPTC209 showed more extensive internalization or targeting than the
other groups (Fig. 3B). As in the CLSM experiments, we added free HA
to HA-NPs-PTC209 treated samples and found a signiﬁcant decline in
the ﬂuorescence intensity. Together, the results indicate that the HAcoating of nanoparticles can eﬃciently enhance cellular uptake or
targeting of CT26 tumor cells in vitro.
To investigate whether the encapsulated BMI-1 inhibitor has therapeutic potency, we ﬁrst treated CT26 tumor cells with diﬀerent concentrations of free PTC209, NPs-PTC209, or HA-NPs-PTC209, followed
by the CCK-8 cell viability assay and IC50 calculation. As shown in Fig.
S2 and Table S3, compared with the free PTC209 and NPs-PTC209
treated groups, HA-NPs-PTC209 exhibits a signiﬁcantly lower IC50 at
both 24 h (approx. 759 nM) and 48 h (approx. 588 nM). These results
indicate that HA-NPs-PTC209 can potently inhibit the proliferation of
CT26 tumor cells. We chose 250 nM PCT209, which is lower than the
IC50 for each formulation, to carry out subsequent in vitro experiments.
Cancer stem cells tend to form multicellular spheres, whereas non-stem
tumor cells grown in monolayers under conventional cell culture conditions. We then evaluated multicellular sphere formation after treatment with the diﬀerent PTC209 formulations. Signiﬁcant phenotypic
changes were observed in CT26-derived multicellular spheres in all the
PTC209-containing groups. Compared with the free PTC209 and NPsPTC209 treatment groups, the HA-NPs-PTC209 group had spheres of
the smallest diameters (Fig. 4A and C). We also examined the eﬀects of
diﬀerent PTC209 formulations on the migration ability of CT26 colon
cancer cells by a wound healing test. As shown in Fig. 4B and D, both
NPs-PTC209 and HA-NP-PTC209 displayed a potent migration inhibiting eﬃciency. It should be noted that even the free PTC209 effectively reduced the migration of CT26 tumor cells. These data suggest
that HA-NP-PTC209 can signiﬁcantly suppress the stemness of CT26
colon cancer cells.
To further explore the mechanism of stemness inhibition, we examined the expression of two nuclear markers of stemness (Oct-4 and
Sox-2) [34,35] in CT26 colon cancer cells after incubation with the
diﬀerent PTC209 formulations. We found that the expression of Oct-4
and Sox-2 were down-regulated after treatment with the equivalent of
250 nM PTC209 of any of the formulations for 48 h; Sox-2 expression
was strongly decreased in the HA-NPs-PTC209 treated group (Fig. 4E

2.13. Statistical analysis
Statistical analysis was conducted using SPSS 17.0 statistical analysis software by the independent Student's T test for comparison of two
groups, and one-way ANOVA for multiple groups. All the data are
presented as the mean ± SD. P values of < 0.05 were considered statistically signiﬁcant.
3. Results and discussion
3.1. Characterization of HA-NPs-PTC209
To fabricate HA-NPs-PTC209, we chose the amphiphilic copolymer
PEG-PLGA, a conjugation of two biodegradable monomers (PEG and
PLGA) that have been approved for clinical use by the US Food and
Drug Administration (FDA), to encapsulate the BMI-1 inhibitor,
PTC209, by the improved double emulsion method (NPs-PTC209) [29].
Since HA can target CD44/CD168 which are overexpressed on the
surface of colon tumor cells, we coated amino-modiﬁed NPs-PTC209
with HA by covalent conjugation to form HA-NPs-PTC209. To verify the
successful conjugation of HA, we performed FT-IR spectrum analysis.
The stretching vibration (3522 cm−1) of the hydroxyl groups in HA-NPs
was strengthened compared with NPs (3441 cm−1). Meanwhile, there is
a stretching vibration (1648 cm−1) from -COOH in both HA and HANPs (Fig. 2A). We next characterized the morphology, hydrodynamic
diameter and surface charge of the nanoparticles by transmission
electron microscopy (TEM) and dynamic light scattering (DLS). The
average hydrodynamic diameter of HA-NPs-PTC209 was 232 nm which
was larger than empty NPs with a diameter of about 200 nm
(Fig. 2B–D). The zeta potential of NPs, HA-NPs and HA-NPs-PTC209
were respectively −2.3 mV, −20 mV and −19 mV (Fig. 2B). TEM
images of NPs and HA-NPs-PTC209 revealed that both possess typical
spherical morphology. The HA-NPs-PTC209 exhibited a 5 nm layer of
HA (Fig. 2C and D).
To explore the drug-loading capacity, diﬀerent ratios of copolymer
to drug were selected. With increasing amounts of PTC209, the drug
loading content increased while the drug encapsulation eﬃciency ﬁrst
increased and then decreased. When the ratio was 10:0.25, the drug
encapsulation eﬃciency was highest (62.8%), which was used for
subsequent experiments (Table S1). We next evaluated the stability of
HA-NPs-PTC209 by incubating the particles in PBS for three days at
37 °C. The particle size and zeta potential changed only slightly over the
course of three days (Table S2). According to the literature, the retention times of oral drugs are about half an hour in the stomach, 6–10 h in
the small intestine, and in the colon until defecation [33]. To evaluate
the drug release proﬁles of HA-NPs-PTC209 in the gastrointestinal
7
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Fig. 6. In vivo antitumor activity of HA-NPs-PTC-209. (A) Experimental timeline for the drug treatment groups. (B) In vivo bioluminescence imaging of CT26 tumorbearing mice. Three representative mice per group are presented. (C) Representative gastrointestinal samples from the indicated treatment groups. Red arrows point
to metastatic tumors in the gastrointestinal system and primary tumors were marked in red rectangular box. Scale bars are 2 cm. (D) The relative quantiﬁcation of the
bioluminescence in the tumors from the indicated treatment groups on the 0th, 7th and 14th days. (E) Quantitative analysis of the metastatic tumors in the
gastrointestinal tissue results presented panel C. The data are presented as the mean ± SD, n = 3 (*p < 0.05, **p < 0.01 and ***p < 0.001). (For interpretation
of the references to color in this ﬁgure legend, the reader is referred to the Web version of this article.)

3.3. In vivo distribution of HA-NPs-PTC209

and F). CD44 and CD133 are associated with clone formation eﬃciency
and proliferative ability, respectively [36]. The levels of these two
proteins were strongly reduced after PTC209 treatment, as determined
by ﬂow cytometry (Fig. S3).

We ﬁrst established a stable luciferase-expressing CT26 cell line by
virus transduction. Next, we used this cell line to develop an orthotopic
8
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Fig. 7. In vivo stemness reversion in the colon cancer tumor model. (A) Immunohistochemical analysis of Sox-2 and Oct-4 levels in the indicated PTC209 formulation
treatment groups. (B) The percentage of Sox-2-and Oct-4 positive tumor cells from the experiment presented in panel A were quantiﬁed. Three ﬁelds were randomly
selected for quantiﬁcation, *p < 0.05, **p < 0.01 and ***p < 0.001. (C) Western blot analysis of Sox-2 and Oct-4 levels in tumor tissues from mice treated with
the indicated drug formulations.

with Cy5.5-labled NPs-PTC209 (NPs-PTC209-Cy5.5) or Cy5.5-labeled
HA-NPs-PTC209 (HA-NPs-PTC209-Cy5.5). The ﬂuorescence signal in
the gut was examined ex vivo at 1, 4, 8, and 24 h post-administration
using a ﬂuorescence imaging system. As shown in Fig. S7, the ﬂuorescence was mainly present in the upper gastrointestinal tract within the
ﬁrst 4 h. Over time, the Cy5.5 signal moved down to the cecum and
colon after 8 h. Based on these data, we chose 8 h and 24 h post administration to conduct the following experiments. To assess the tumor
targeting ability of HA-NPs-PTC209, mice with orthotopic colon tumors

colon tumor model. Brieﬂy, tumor cells suspended in PBS with matrigel
and India ink were inoculated surgically into the cecum wall (Fig. S4).
Monitoring of the luciferase activity over the course of 20 days veriﬁed
that we had successfully established an orthotopic colon cancer model
(Fig. S5). H&E staining of tumor tissue revealed the primary tumor
invades into lumen of cecum tissue and metastatic tumor invades to the
circular muscle in gastrointestinal system (Fig. S6). The success rate of
this method was about 80%. In order to investigate the in vivo gut
distribution of HA-NPs-PTC209, we treated fasting BALB/c mice, orally,
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colon cancer-targeting nanoparticle for the delivery of the BMI-1 inhibitor, PTC209. Functionalized with the CD44/CD168-targeting ligand, HA, the nanoparticles accumulate in orthotopic colon tumors to
reverse CSC stemness. Our data demonstrate that the nanoparticle exhibits considerable in vitro stability, while the HA decoration outside
the nanoparticle endows it with an excellent tumor-targeting capacity.
This simple strategy also signiﬁcantly inhibited clone formation and
migration of colon cancer cells in vitro, and suppressed in vivo progression of primary tumors and metastasis by reversing stemness. We
believe our approach to be a promising and universally applicable
strategy for colon cancer treatment or for combination with other
therapeutic regimens (such as radiotherapy, chemotherapeutics and
immunotherapy).
Although our formulation is eﬀective for colon cancer therapy, there
are still several obstacles to overcome before translation to the clinic.
Our results indicate that the small intestine is the main tissue for absorption of the nanoparticles. To enhance colon accumulation, diﬀerent
forms of enteric-protective technologies such as microencapsulation,
hydrogel or nanoﬁbers, could be used to help NPs escape from the harsh
small intestinal environment [23,37–39]. The suitable design for NPs
could not only enhance the retention of the payload in orthotopic colon
tissues but also be free of systemic side eﬀects. Additionally, these NPs
should be investigated in additional colon cancer models, such as
chemically-induced or genetically modiﬁed CRC models. Finally, future
studies should examine whether combination therapy can potentiate
the eﬃcacy of this nanoparticle formulation.

were treated orally with NPs-PTC209-Cy5.5 or HA-NPs-PTC209-Cy5.5.
We excised the tumor-bearing colons 8 h and 24 h later and examined
them by ﬂuorescence imaging. In contrast to the non-targeted group,
the HA-NPs-PTC209-Cy5.5 colons exhibited a stronger ﬂuorescence
signal at the tumor site. Importantly, we observed the highest signal
intensity in the tumor after treatment for 24 h (Fig. 5A and B). The
tumor tissues were also sectioned and observed by confocal laser
scanning microscopy to further verify the targeting capacity of HA-NPsPTC209-Cy5.5. The HA-NPs-PTC209-Cy5.5 treated group exhibited the
strongest signal intensity not only at 8 h post oral administration but
also at the 24 h timepoint (Fig. 5C). These results suggest that HAmodiﬁed NPs improve the penetrance and accumulation of the nanoparticles in tumor tissues. Consistent with the results of the ﬂuorescence
experiments, the content of PTC209 in HA-NPs-PTC209-treated tumor
tissue was also the highest (Fig. 5D). Intriguingly, the amount of
PTC209 in the small intestine and colon tissues was also higher in the
NPs-PTC209 and HA-NPs-PTC209 groups compared with the free drug
treatment groups, indicating that nanoparticle formulations themselves
also improve the PTC209 pharmacokinetic properties.
3.4. In vivo antitumor eﬀects of HA-NPs-PTC209
So far, we have veriﬁed that HA-NPs-PTC209 can eﬃciently enhance the penetrance and accumulation of drug in tumor tissue. We
next evaluated the in vivo antitumor eﬃcacy of HA-NPs-PTC209 in the
CT26 orthotopic tumor-bearing mouse model. Five days after inoculation, the mice were randomized into 5 groups and treated with saline,
empty NPs, free PTC209, NPs-PTC209 or HA-NPs-PTC209 (equivalent
to 30 mg/kg bodyweight of PTC209) every two days for 7 treatments
(Fig. 6A). The growth of the tumors was monitored by bioluminescence
detection. Compared with the saline and NPs groups, the PTC209, NPsPTC209 and HA-NPs-PTC209 treatment groups remarkably restrained
the rapid tumor growth (Fig. 6B and D). Notably, the HA-NPs-PTC209
group showed the best therapeutic eﬀects than the other formulations.
Additionally, the average number of metastases per gastrointestinal
tract was signiﬁcantly decreased in all PTC209-containing groups.
Consistent with the growth rate curve, the HA-NPs-PTC209 treated
group exhibited the fewest gastrointestinal metastases (Fig. 6C and E).
Taken together these results indicate HA-NPs-PTC209 exerts a highly
eﬃcient anti-tumor eﬀect. To explore the in vivo anti-tumor mechanisms of HA-NPs-PTC209, we analyzed the expression levels of Oct-4 and
Sox-2 in the diﬀerent treatment groups by immunohistochemistry and
Western blot analysis. The results in Fig. 7A–C demonstrate that HANPs-PTC209 indeed signiﬁcantly down-regulates the expression of both
proteins, suggesting that HA-NPs-PTC209 prevents the progression of
colon cancer in the orthotopic tumor model by reversing the stemness
of CSCs.
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